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Central Engineering Programs
Primary Water Stress Corrosion Crack Growth Analysis - OD SurfaceFlaw

Developed by Central Engineering Programs, Entergy Operations Inc
Developedby: J. S. Brihmadesam Verified by: B. C. 6ray

Refrences :
1) "Stress Intensity factors for Part-through Surface cracks”; NASA TM-11707; July 1992.

2) Crack Growth of Alloy 600 Base Metal in PWR Environments; EPRI MRP Report MRP 55 Rev. 1, 2002

Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"28" Degree Nozzle, Downhill Azimuth,
1.5644" above Nozzle Bottom

Calculation Basis: MRP 75 th Percentile and Flaw Face Pressurized

Mean Radius -to- Thickness Ratio:- "R_/t" -- between 1.0 and 300.0

OD Surface Flaw

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The correction is applied in the determination of the crack extension to

obtain the value in inch/hr .

The first Reguired input is a location for a point on the tube elevation to define the point of interest (e.g.

The top of the Blind Zone, or bottom of fillet weld etc.). This reference point is necessar to evaluate the
stress distribution on the flaw both for the initial flaw and for a growing flaw. This is defined as the
reference point. Enter a number (inch) that represnets the reference point elevation measured upward from the

nozzle end.

RefPoint = 1.544

To place the flaw with repsect to the reference point, the flaw tips and center can be located as follows:

1) The Upper "c~ 1ip" located at the reference point (Enter 1)
2) The Center of the flaw at the reference point (Enter 2)
3) The lower “c- Hp" located at the reference point (Enter 3).

Val =2

Upper Limit to be selected for stress distribution (e.g. Weld bottom ). This is the elevation from Nozzle
Bottom. Enter this valuve below

ULStrs Dist = 1.704 Upper Axial Extent for Stress Distribution to be used in the Analysis (Axial distance above
) nozzle bottom)

Verified by:

Developed by:
8. C. Gray

J. 8. Brhmadesam
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Input Data :-

L =032 Initial Flaw Length

a( = 0.661-0.12 Initial Flaw Depth

od := 4.05 Tube OD

id == 2.728 Tube ID

PInt = 2235 Design Operating Pressure (internal)
Years := 4 Number of Operating Years

Ly = 1500 Iteration limit for Crack Growth loop
T := 604 Estimate of Operating Temperature

g = 267107 12 Constant in MRP PWSCC Model for I-600 Wrought @ 617 deg. F

Qg =310 Thermal activation Energy for Crack Growth {MRP)

Tref = 617 Reference Temperature for normalizing Data deg. F

od id t )
R, = - Rig = ey t:=R,—-Rjq Ry, =Rjg+ 3 Tlmopr = Years-365-24
Tim Iy; Ry,
) _ 5 . opr . lim _ L __
Cthr = 1.417-10 Cblk = - Pmtb]k = —ST Co = 7 Rt = T
1.103-10 3 (T+45967 T 459.67
COl = 103-10 ref ™+ ) “Oge Temperature Correction for Coefficient Aipha
Co=Cq 75 % percentile MRP-55 Revision 1
Developed by: Verified by:

J. 8. Brihmadesam B. C. Gray
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Stress Input Data

Input all available Nodal stress data in the table below. The column designations are as follows:

Column "0" = Axial distance from minumum to maximum recorded on data sheet(inches)
Column "1" = ID Stress data at each Elevation (ksi)

Column "2" = Quarter Thickness Stress data at each Elevation (ksi)

Column "3" = Mid Thickness Stress data at each Elevation (ksi)

Column "4™ = Three Quarter Thickness Stress data at each Elevation (ksi)

Column "5" = OD Stress data at each Elevation (ksi)

AllData = _ : —_—

i 0 1 2 3 4

jo! 0 17.41 -13.55 -11.11 -8.88 6.63
1 0.46 -8.49 -6.31 -4.92 3.71 -2.54
2 0.83 0.09 0.18 0.11 0.19 0.28
3 1.13 7.03 6.95 6.31 5.21 465
4 1.36 8.22 10.95 10.85 9.51 5.65
5 1.55 1327 16.41 16.06 17.13 25.26
6 1.7 2063 2224 2541 4358 53.78
7 1.83 29.04 28.83 3129 53.55 64.08
8 1.95 33.95 30.93 36.41 61.6 71.01
9 2,07 29.59 31.79 40.54 64.61 76.42
10 2.19 23.26 29.74 412 64.19 79.63

Developed by:
J. 8. Brihmadesam

AXLen := AllData®
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Observing the stress distribution select the region in the table above labeled Data,, that represents the
region of interest. This needs to be done especially for distributions that have a large compressive
stress at the nozzle bottorn and high tensile stresses at the J-weld location. Copy the selection in the
above table, click on the "Data” statement below and delete it from the edit menu. Type "Data and the
Mathcad “equal” sign (Shift-Colon) then insert the same to the right of the Mathcad Equals sign below

(paste symbol). 0 —17414 —13552 —11113 —8884 —6.628)
0461 —8.494 —631 —4.924 —3.706 —2.541
083 0089 0.179 011  0.186 0284
1126 7.025 6953 6314 5208 4.646
1363 8215 10954 1085 9512 5.646
Data:=| 1552 13266 1641 16061 17.131 25256
1704 20627 22237 25413 4358 53.784
1.825 29036 28.83 31285 53.547 64.082
1946 33945 30929 36407 616 7101
2066 29591 31.788 40536 64.612 76418
\2.187 2326 29738 412 64.193 79.626 )
Axl := Data® MD := Data ID := Data'” TQ := Dats® QT = Datg®  OD := Dats®
R|p := regress(Axl, 1D, 3) RQT = regress(Ax1,QT,3)

Rop = regress(AxI, 0D, 3)
Rpmp = regress(Axl,MD, 3) RTQ := regress(Axl, TQ, 3)

FLCntr = RefPoint ) if Val=1 Flaw center Location Location above Nozzle Bottom
RefPoint if Val=2

RefPoint +¢ otherwise

ULgrs.Dist ~ UTi
" — . p
UTip = FLlcnir + o Incgirs ave = an

Developed by: Verified by:
J. S. Brihrmmadesam B. C. Gray
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a -~ ~\r

No User Input is required beyond this Point

(&} Sat Aug 09 10:21:18 AM 2003

Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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Propp ength = 0

Flaw Growth in Depth Direction
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Stress Intensity Factors

Appendix “C"; Attachment 14

g l ! ' ' T T
£
£
&
‘5 60~ ]
=
$
- —
O e ———
.Q ...................................................................................
N B _
=
o2 e}
S
» ° , I . 1 { |

0 0.5 1 L5 2 235 3.5

—_ Operating Time {years}

Depth Point Entergy-CEP Model
............. Surface Point Entergy‘CEP mOde]
Developed by:

J. 8. Brihmadesam

Engineering Report
M-EP-2003-002-01

Verified by:
B C. Gray



Entergy Operutions Inc Appendix "C"; Attachment 14 Engineering Report
Central Engineering Programs Page 8 of 11 M-EP-2003-002-01

Influence Coefficients - Flaw
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Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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CGRsambi(k’ 8) = CGRsambi(k, 6 = CGRsambi(k, 5) =
0.827 15.529 11.322
0.827 19.971 14.55
0.827 19.978 14.555
0.827 19.986 14.56
0.827 19.994 14.565
0.827 20.002 14.57
0.827 20.009 14.575
0.827 20.017 14.58
0.827 20.025 14.585
0.827 20.033 14.59
0.827 20.04 14.595
0.827 20.048 14.6
0.827 20.056 14.605
0.827 20.064 14.61
0.827 20.072 14.615
0.827 20.079 14.62
Developed by: Verified by:

J. 8. Brihmadesam B. C. Gray
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Developed by: Verified by:

J. S. Brihmadesam B. C. Gray
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Developed by: Verified by:
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Stress Corrosion Crack Growth Analysis Throughwall flaw

Developed by Central Engineering Programs, Entergy Operations Inc
Developedby: J. S. Brihmadesam Verified by: B. C. 6ray

Note : Only for use when R, ,..../7is between 2.0 and 5.0 (Thickwall Cylinder)

Refrences :
1) ASME PVP paper PVP-350, Page 143; 1997 {Fracture Mechanics Model}
2) Crack Growth of Alloy 600 Base Metal in PWR Environments; EPRI MRP Report MRP 55 Rev. 1, 2002

Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"28"Degree Nozzle, Downhill Azimuth,
1.544 inch above Nozzle Bottom

Calculation Reference: MRP 75 th Percentile and Flaw Pressurized

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The cormrection is applied in the determination of the crack extension to Th I-'OUg h Wa I
obtain the value in inch/hr . Axial Flaw

The first Input is to locate the Reference Line (eg. top of the Blind Zone). The throughwall flaw "Upper Tip"
is located at the Reference Line.

Enter the elevation of the Reference Line (eqg.Blind Zone) above the nozzle botiom in inches.

BZ := 1.544 Location of Blind Zone above nozzle bottom (inch)

The Second Input is the Upper Limit for the evaluation, which is the bottom of the fillet weld leg. This is
shown on the Excel spread sheet as weld bottom. Enter this dimension (measured from nozzle bottom) below.

ULSrs Dist := 1.704 Upper axial Extent for Stress Distribution to be used in the analysis (Axial distance
above nozzle bottom)

Developed by: Verified by:
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Input Data :-

L:= 0.25 Initial Flaw Length TW axial (Based on 10 Ksi average stress)
od := 4.05 Tube OD

id:= 2.728 Tube ID

Pppg := 2.235 Design Operating Pressure (internal)

Years := 4 Number of Operating Years

ljjm = 1500 Iteration limit for Crack Growth loop

T:= 604 Estimate of Operating Temperature

v := 0.307 Poissons ratio @ 600 F

age = 2.67-10 12 Constant in MRP PWSCC Model for I-600 Wrought @ 617 deg. F
Qg =310 Thermal activation Energy for Crack Growth {MRP)

Tref == 617

Reference Temperature for normalizing Data deg. F

1 1

Co= e 1.103-10
Ro= &
2
Tim,,
pr
Colk =
lim

[

3

TH459.67 T,or+459.67 ]
-0

Oc Timgpr := Years-365-24

t:= Ry - R CFippy = 1.417-10°
i inhr

t
Rm2= Ri+5

o

Pty =

Developed by:

Verified by:
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Stress Distribution in the tube. The outside surface is the reference surface for all analysis in accordance with the reference.

Stress Input Data

Import the Required data from applicable Excel spread Sheet. The column designations are as follows:
Cloumn "0" = Axial distance from Minimum to Maximum recorded on the data sheet (inches)
Column "1" = ID Stress data at each Elevation (ksi)

Column "5 = OD Stress data at each Elevation (ksi)

Datapjj :=
(] 1 2 3 4 5
0 0 -17.41 -13.55 -11.11 -8.88 6.63
1 0.46 -8.49 6.31 -4.92 37 -2.54
2 0.83 0.09 0.18 0.1 0.19 0.28
'3 1.13 7.03 6.95 6.31 5.21 465
4 1.36 8.22 10.95 10.85 9.51 5.65
5 1.55 13.27 16.41 16.06 17.13 25.26
'6 1.7 20.63 2224 25.41 4358 53.78
7 1.83 29.04 28.83 31.29 53.55 64.08
8 1.95 33.95 30.93 36.41 616 71.01
9 2.07 29.59 31.79 40.54 64.61 76.42
10 2.19 23.26 29.74 41.2 64.19 79.63
11 2.31 18.69 27.73 41.29 61.78 78.12
AllAXI := Datag[® AIID := Datag (" AIIOD := Datax >

Developed by: Verified by:
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Observing the stress distribution select the region in the table above labeled Data,, that represents the
region of interest. This needs to be done especially for distributions that have a large compressive
stress at the nozzle bottom and high tensile stresses at the J-weld location. Copy the selection in the
above table, click on the "Data” statement below and delete it from the edit menu. Type "Data and the
Mathcad "equal” sign (Shift-Colon) then insert the same to the right of the Mathcad Equals sign below

(paste symbol). 0 —17.414 —13552 —11.113 -8.884 —6.628)
0.461 -8.494 —631 4924 -3.706 —2.541

083 0089 0179 0.1 0.186 0284

1126 7025 6953 6314 5208 4.646

1363 8215 10954 1085 9512 5.646

Data. | 1552 13266 1641 16061 17.131 25256

1704 20627 22237 25413 43.58 53.784

1.825 29.036 2883 31285 53.547 64.082

1.946 33945 30929 36407 616 7101

2066 29.591 31.788 40.536 64.612 76.418

2187 2326 29738 412  64.193 79.626

(2308 18689 27.734 4129 61.777 78.117)

Axl:= Data® ID = Data” OD = Data>
R|p = regress(Axl, ID, 3) Rop := regress(Axl, 0D, 3)

Developed by: Verified by:




Entergy Operations Inc. Appendix "C"; Attachment 15
Central Engineering Programs Page 5 of 10

Engineering Report
M-EP-2003-002-01

FLcpte = BZ — | Flaw Center above Nozzle Bottom

ULsyrs.Dist — BZ

InCSirs avg = 20

No User Input required beyond this Point

{5} Sat Aug 09 11:44:49 AM 2003

Developed by:

Verified by:
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Propength = 0.16

Flaw Length vs. Time
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TWprscc(j, 6) = TWprscc(j 7 = TWprscc(j, 8) =
19.249 12.744 16.124
20.707 13.424 17.198
20.715 13.43 17.205
20.724 13.436 17.212
20.732 13.442 17.22
20.741 13.447 17.227
20.749 13.453 17.234
20.758 13.459 17.242
20.766 13.465 17.249
20.774 13.471 17.257
20.783 13.476 17.264
20.791 13.482 17.271
208 13.488 17.279
20.808 13.494 17.286
20.817 135 17.293
20.826 13.506 17.301

Developed by: Verified by:
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—o—— |ID Hoop Sitrelss
—=—— OD Hoop Striess

OD Surface SIF
ID Surface SIF
Average SIF

Developed by:

Verified by:
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Primary Water Stress Corrosion Crack Growth Analysis ID flaw;
Developed by Central Engineering Porgrams, Entergy Operations Inc.

Developed by: J. 8. Brihmadesam Verified by: B. C. Gray

Refrences :
1) "Stress Intensity factors for Part-through Surface cracks"; NASA TM-11707; July 1992.

2) Crack Growth of Alloy 600 Base Metal in PWR Environments; EPRI MRP Report MRP 55 Rev. 1, 2002

Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"28" Degree Nozzle, UPhill Azimuth,
1.544" above Nozzle Bottom

Calculation Basis: MRP 75 th Percentile and Flaw Face Pressurized
Mean Radius -to- Thickness Ratio:- "let" — between 1.0 and 300.0

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The correction is applied in the determination of the crack extension to ID S urface FIaw
obtain the value in inch/hr .

The first Reguired input is a location for a point on the tube elevation to define the point of interest (e.g.

The top of the Blind Zone, or bottom of fillet weld etc.). This reference point is necessar to evaluate the
stress distribution on the flaw both for the initial flaw and for a growing flaw. This is defined as the
reference point. Enter a number (inch) that represnets the reference point elevation measured upward from the

nozzle end.

RefPoint = 1.544

To place the flaw with repsect to the reference point, the flaw tips and center can be located as follows:
1) The Upper "c- 1p" located at the reference point (Enter 1)
2) The Center of the flaw at the reference point (Enter 2)
3) The lower “c- 1ip"” located at the reference point (Enter 3).

Val :=2

The Input Below is the Upper Limit for the evaluation, which is the bottom of the fillet weld leg. This is
shown on the Excel spread sheet as weld bottom. Enter this dimension (measured from nozzle bottom) below.

Upper axial Extent for Stress Distribution to be used in the Analysis (Axial distance above

UL s = 4.268
Strs.Dist nozzle bottom).

Verified by:

Developed by:
8. C. Gray

J. S. Brihmadesam
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Input Data :-

— 03
CF;ppyr = 141710

Developed by:
J. 8. Brifimadesam

L ;=032

ag == 0.661-0.07
od = 4.05

id :== 2728
Pt = 2235
Years = 4
Ilim = 1500

T = 604

Qg = 2.67-10

Appendix “C"; Attachment 16
Page 2 of 11

Engineering Report
M-EP-2003-002-01

Initial Flaw Length (Twice detectable length)

Initial Flaw Depth (Minimum Detecteble Depth was 5% TW)

Tube OD

Tube ID

Design Operating Pressure (internal)

Number of Operating Years

Iteration limit for Crack Growth loop

Estimate of Operating Temperature

12 Constant in MRP PWSCC Model for I-600 Wrought @ 617 deg. F

Qg =310 Thermal activation Energy for Crack Growth {MRP)
Tre:f = 617 Reference Temperature for normalizing Data deg. F
id . . t . o
Rld = 7 t= RO - Rld Rm = Rid + 5 T]mopr := Years-365-24
Timg,, lim L _ Rm
Cblk = Il- Pmtblk = —50 CO = 3 Rt = —t
m

)

1
(T+459.67 T, eft459.67 )

Co = Co1

} 0l Temperature Correction for Coefficient Alpha
75 t percentile MRP-55 Revision 1

Verified by:
B C. Gray
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Stress Input Data

Input all available Nodal stress data in the table below. The column designations are as follows:
Column "0" = Axial distance from minimum to maximum recorded on data sheet (inches)
Column "1" = ID Stress data at each Elevation (ksi)

Cloumn "2" = Quarter Thickness Stress data at each Elevation (ksi)
Cloumn "3" = Mid Thickness Stress data at each Elevation (ksi)

Column "4" = Three quarter Thickness Stress data at each Elevation (ksi)
Column "5" = OD Stress data at each Elevation (ksi)

AllData = ___ e

] 0. 1 2 4 5

0 0 9.03 -5.86 425 269 -1.03
1 1.15 .76 6.74 -7.24 -7.66 -7.8
;2 2.08 7.97 1.74 6.23 -11.85 -16.39
'3 2.82 23.85 21.76 8.56 6.39 -17.65
4 3.41 43.99 38.07 29.83 13.47 -1.63
5 3.89 47.95 41.75 35.45 33.32 35.85
6 427 43.76 39.21 38.4 53.02 57.54
7 4.38 40.77 36.24 41.27 61.45 62.19
8 4.49 39.28 35.33 44 86 64.2 63.9
g 46 36.02 35.39 46.84 64.32 62.93

OD 5y = AliData

AXLen = AllData(()) ID All = AllDatam

Stress Distribution

100 T i I { I | 1 i I i i
z 50 =
a
g
A L N et -
-50 D S—
0 0.5 1 1.5 2 25 3 35 4 45 5 5.5 6
Axial Elevation above Bottom [inch]
— 1D Distribution
"""" OD Distribution
Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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Observing the stress distribution select the region in the table above labeled Data,, that represents the

region of interest. This needs to be done especially for distributions that have a large compressive
stress at the nozzle bottom and high tensile stresses at the J-weld location. Higlight the region in the
above table representing the region to be selected (click on the first cell for selection and drag the
mouse whilst holding the left mosue button down. Once this is done click the right mouse button and
select "Copy Selection”; this will copy the selected area on to the clipboard. Then click on the "Matrix"
below (to the right of the dtat statement) to highlight the entire matrix and delete it from the edit menu.
When the Mathcad input symbol appears, use the paste function in the tool bar to paste the selection.

(0 —9034 —5855 —4246 —2689 —L031 )
1154 —6.76] —6.739 —7.237 —7.662 —7.803
2078 7965 1742 —623 —11.848 —16.387
2819 23851 21763 8.555 —639 —17.647
Data := | 3.412 4399 38072 29826 1347 —1.632
3888 47954 41753 35453 33324 35846
4268 43756 39214 384 53023 57.543
4377 40773 36237 4127 61453  62.189
4486 39277 35327 44.863 64204 63.895 )

Axl = Data®  MD :=Data® ID := Data" TQ := Dats® QT := Datd®  OD := Data™

R|p = regress(Axl, 1D, 3) RQT = regress(Axl,QT,3)
Rp = regress(Ax!1,0D, 3)

RMD := regress(Axl,MD, 3) RTQ := regress(Ax1,TQ,3)

Developed by:
J. 8. Brihmadesam

Verified by:
B. C. Gray
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FLCntr = RefPoint - ¢y if Val=1 Flaw center Location above Nozzle Bottom
RefPoint if Val=2

RefPoint +¢p otherwise

UL ot~ U
Strs.Dist Tip
Urip = FLcnte + €0 Incgyrs avg = >0

No User Input is required beyond this Point

& Sat Aug 09 10:59:39 AM 2003

Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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Developed by:

J. 8. Brihmadesam
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Stress Intensity Factors
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Developed by: Verified by:
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Influence Coefficients - Flaw
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............... Haﬂ - Tip = Linear
"""" "a" - Tip -- Quadratic
————————— Ha” . Tip == Cubic
— "¢" - Tip -- Uniform
............... HCI = Tip e Linear
"""" "¢" - Tip -- Quadratic
A "c" - Tip -- Cubic
Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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CGRsambi(k’ 8) = CGRsambi(k 6) = CGRsambi(k, 5) =
1.103 -0.323 -0.397
1.103 -0.323 -0.397
1.103 -0.323 -0.397
1.103 -0.323 -0.397
1.103 -0.323 -0.397
1.103 -0.323 -0.397
1.103 -0.323 -0.397
1.103 -0.323 -0.397
1.103 -0.323 -0.397
1.103 -0.323 -0.397
1.103 -0.323 0.397
1.103 -0.323 -0.397
1.103 -0.323 -0.397
1.103 -0.323 0.397
1.103 -0.323 0.397
1.103 -0.323 0.397
Developed by: Verified by:

J. 8. Brihmadesam B. C. Gray
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ID Hoop Stress I

80 -1 ——a— OD Hoop Stres »
60 / : /“//\\
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&
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Developed by: Verified by:

J. 8. Brnhmadesam B. C. Gray
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Crack Growth in Length Direction {inch}

-0.5 T y T T T T
0 1 2 3 4
Operating Time {years}

SIF Depth Point
e F Surface Poi

Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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age 10 -EP-

Central Engineering Programs
Primary Water Stress Corrosion Crack Growth Analysis - OD SurfaceFlaw

Developed by Central Engineering Progrems, Entergy Operations Inc
Developedby: J. S. Brihmadesam Verified by: B. C. 6ray

Refrences :
1) "Stress Intensity factors for Part-through Surface cracks"; NASA TM-11707; July 1992.

2) Crack Growth of Alioy 600 Base Metal in PWR Environments; EPR]I MRP Report MRP 55 Rev. 1, 2002

Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"28" Degree Nozzle, Uphill Azimuth,
1.544" above Nozzle Bottom

Calculation Basis: MRP 75 th Percentile and Flaw Face Pressurized

Mean Radius -to- Thickness Ratio:- "R /t" -- between 1.0 and 300.0

OD Surface Flaw

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The correction is applied in the determination of the crack extension to

obtain the value in inch/hr .

The first Reguired input is a location for a point on the tube elevation to define the point of interest (e.g.

The top of the Blind Zone, or bottom of fillet weld etc.). This reference point is necessar to evaluate the
stress distribution on the flaw both for the initial flaw and for a growing flaw. This is defined as the
reference point. Enter a number (inch) that represnets the reference point elevation measured ypward from the

nozzle end.

RefPoint = 1.544

To place the flaw with repsect to the reference point, the flaw tips and center can be located as follows:

1) The Upper "c- 1ip" located at the reference point (Enter 1)
2) The Center of the fiaw at the reference point (Enter 2)
3) The lower "C- Tp" located at the reference point (Enter 3).

Val :=2

Upper Limit to be selected for stress distribution (e.g. Weld bottom ). This is the elevation from Nozzle
Bottom. Enter this value below

Upper Axial Extent for Stress Distribution to be used in the Analysis (Axial distance above

UL : 4+ .= 4,268
Strs.Dist nozzle bottom)

Verified by:

Developed by:
B. C. Gray

J. 8. Brihmadesam
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Input Data :-
L:=1032 Initial Flaw Length
aq = 0.661-0.12 Initial Flaw Depth
od := 4.05 Tube OD
id .= 2.728 Tube ID
Plnt = 2235 Design Operating Pressure (internal)
Years := 4 Number of Operating Years
[lim = 1500 Iteration limit for Crack Growth loop
T := 604 Estimate of Operating Temperature

U = 267-10~ 12 Constant in MRP PWSCC Model for 1-600 Wrought @ 617 deg. F

Qg =310 Thermal activation Energy for Crack Growth {MRP)

T =617

ref Reference Temperature for normalizing Data deg. F

R od _id . ) t ) )
o= T Rld = 7 t= RO - Rid Rm = Rld + 5 Tlmopr := Years-365-24
Tim Ij; R
. 5 . opr | 'lim _ L __'m
CFinhr = 1417-10 Cblk = ——Ilim Pmtblk = —5-0— CO = 3 Rt = —t-
1.103-10 3 | T+459.67 T . ¢+459.67
CO] =e 10 ref* ) O Temperature Correction for Coefficient Alpha
Co = Cpy 75 th percentile MRP-55 Revision 1
Developed by: Verified by:

J. 8. Brhmadesam B. C. Gray
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Stress Input Data

Input all available Nodal stress data in the table below. The column designations are as follows:
Column 0" = Axial distance from minumum to maximum recorded on data sheet(inches)
Column "1" = ID Stress data at each Elevation (ksi)

Column "2" = Quarter Thickness Stress data at each Elevation (ksi)
Column "3" = Mid Thickness Stress data at each Elevation (ksi)

Column "4" = Three Quarter Thickness Stress data at each Elevation (ksi)
Column "5" = OD Stress data at each Elevation (ksi)

AllData = — ,
: ) 1 2 3 4 5
0 0 9.03 -5.86 4.25 2.69 1.03
1 1.15 6.76 6.74 724 766 78
2 2.08 7.97 1.74 6.23 -11.85 -16.39
3 282 23.85 2176 8.56 6.39 -17.65
f4 3.41 43.99 38.07 29.83 13.47 -1.63
5 3.89 47.95 4175 3545 33.32 3585
6 427 4376 39.21 384 53.02 57.54
{ 7 4.38 40.77 36.24 4127 61.45 62.19
8 4.49 39.28 35.33 44 86 64.2 63.9
9 46 36.02 3539 4684 64.32 62.93
AXLen := AlData? ID ) = AliData” 0D, := AllData™
Stress Distribution
100 I | I | 1 )
1.544 4286 .
— ID ~ l -
= Dan 30
2 — :
g ODyj |
@ () e : —
-50 | ] | | ! 1
0 1 2 3 4 5 6

AXLen
Axial Elevation above Bottom [inch]

Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray



Entergy Operations Inc
Central Engineering Programs

Appendix "C"; Attachment 17
Page 4 of 11

Engineering Report
M-EP-2003-002-01

Observing the stress distribution select the region in the table above labeled Data,, that represents the
region of interest. This needs to be done especially for distributions that have a large compressive
stress at the nozzle bottom and high tensile stresses at the J-weld location. Copy the selection in the
above table, click on the "Data" statement below and delete it from the edit menu. Type "Data and the
Mathcad "equal” sign (Shift-Colon) then insert the same to the right of the Mathcad Equals sign below

(paste symbol).

Data :=

Axl = Data<O> MD = Data<3)
RID := regress(Axl, D, 3)

RMD = regress(Ax1,MD,3)

FLCntr = RefPoint_CO if Val=

RefPoint if Val=2

(0

1.154
2.078
2.819
3.412
3.888
4.268
4.377

\ 4.486

ID := Data"

~9.034
—6.761
7.965
23.851
43.99
47.954
43.756
40.773
39.277

—5.855
—=6.739
1.742
21.763
38.072
41.753
39.214
36.237
35.327

RQT = regress(Axl1,QT,3)

—4246 —2.689 —1.031 \
~7237 —7.662 —7.803
~623 —11.848 —16.387
8555 —639 —17.647
20826 1347 ~1.632
35453 33324 35.846
384 53.023 57583
4127 61453  62.189
44863 64204 63.895 )
TQ:= Data” QT := Datd®  OD := Data”
ROD = regress(Axl,0D, 3)

RTQ = regress(Ax1,TQ,3)

1

RefPoint +¢ otherwise

UTin = FLepgr + €

Developed by:
J. 8. Brihmadesam

Flaw center Location Location above Nozzle Bottom

ULsrs.Dist ~ UTip

lncStl‘S.aVE = "N

Verified by:
B. C. Gray
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x -~ —\

No User Input is required beyond this Point

Sat Aug 09 10:21:18 AM 2003

Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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Stress Intensity Factors
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Developed by: Verified by:

J. S. Bohmadesam B. C. Gray
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Influence Coefficients - Flaw
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Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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CGRsambi(k, %) = CGRsambi(k’ 6 = CGRgambi (k. 5) =
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
0.827 -5.284 -3.812
Developed by: Verified by:

J. 8. Brihmadesam B. C. Gray
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Developed by:
J. 8. Brihmadesam

Appendix "C"; Attachment 17
Page 10 of 11

.

ID Distribuliion
O D Distribution

>——e<

-
\ @ottom of W eld

r

T T T T
1 2 3 4
Distance from Nozzle Botiom (inches}

T T
1 2
Operating Time (years}

Engineering Report
M-EP-2003-002-01

Verified by:
B. C. Gray



Entergy Overations Inc Appendix "C"; Attachment 17 Engineering Report
Centra{gEynginfering Programs P. age 11 of 11 M-EP-2003-002-01

Crack growth length Direction {inch}

-0.5 T T T . -
0 1 2 3 4
Operating Time {years}

Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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Stress Corrosion Crack 6rowth Analysis Throughwall flaw

Developed by Central Engineering Programs, Entergy Operations Inc
Developedby: J. S. Brihmadesam Verified by: B. C. 6ray

Note : Only for use when R,,.../7 is between 2.0 and 5.0 (Thickwall Cylinder)

Refrences :
1) ASME PVP paper PVP-350, Page 143; 1997 {Fracture Mechanics Model}
2) Crack Growth of Alloy 600 Base Metal in PWR Environments; EPRI MRP Report MRP 55 Rev. 1, 2002

Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"28"Degree Nozzle, Uphill Azimuth,
1.544 inch above Nozzle Bottom

Calculation Reference: MRP 75 th Percentile and Flaw Pressurized

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The correction is applied in the determination of the crack extension to Th I.'OU gh Wall
obtain the value in inch/hr . Axial Flaw

The first Input is to locate the Reference Line (eg. top of the Blind Zone). The throughwall flaw "Upper Tip"
is located at the Reference Line.

Enter the elevation of the Reference Line (eq.Blind Zone) above the nozzle bottorm in inches.

BZ := 1.544 Location of Blind Zone above nozzle bottom (inch)

The Second Input is the Upper Limit for the evaluation, which is the bottom of the fillet weld leg. This is
shown on the Excel spread sheet as weld bottom. Enter this dimension (measured from nozzle bottom) below.

ULsyrs.pist := 4.268 Upper axial Extent for Stress Distribution to be used in the analysis (Axial distance
above nozzle bottom)

Developed by: Verified by:
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Input Data :-

L:= 025
od := 4.05
id := 2,728
Pint == 2.235
Years:= 4
ljim == 1500
T := 604

v = 0.307

Oge = 2.67-10 12

Tref := 617

Initial Flaw Length TW axial (Based on 10 Ksi average stress)

Tube OD

Tube ID

Design Operating Pressure (internal)
Number of Operating Years

Iteration limit for Crack Growth loop

Estimate of Operating Temperature

Poissons ratio @ 600 F

Constant in MRP PWSCC Model for I-600 Wrought @ 617 deg. F

Thermal activation Energy for Crack Growth {MRP)

Reference Temperature for normalizing Data deg. F

[ - Qg ( 1 1 \]
a3 \ THA59.67 Toorr459.67
Co:= ot 10310 * Y -age Timopy := Years-365-24
d id t
Ry:= 2 R = = t:= Ry - R Ry = Ri + — CFinpy = 1.417-10°
2 2 2
Tim, Ijj L
pr im
C = Prnt = [= —
blk= —— bik = [ >

Developed by:

Verified by:
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Stress Distribution in the tube. The outside surface is the reference surface for all analysis in accordance with the reference.

Stress Input Data

Import the Required data from applicable Excel spread Sheet. The column designations are as follows:
Cloumn "0" = Axial distance from Minimum to Maximum recorded on the data sheet (inches)
Column "1" = ID Stress data at each Elevation (ksi)

Column "5" = OD Stress data at each Elevation (ksi)

Datapj| := e
B 0 1 2 3 4 5
0 0 79.03 5.86 425 269 .03
" 115 6.76 6.74 7.24 766 78
2 2.08 7.97 174 6.23 1185 16.39
3 282 2385 21.76 8.56 6.39 1765
4 3.41 43.99 38.07 29.83 13.47 163
5 3.89 47.95 4175 3545 33.32 35.85
6 427 43.76 39.21 38.4 53.02 57.54
7 438 40.77 36.24 4127 61.45 62.19
'8 4.49 39.28 35.33 44.86 64.2 63.9
5 46 36.02 35.39 46.84 64.32 62.93
10 47 33.54 36.17 48.06 64.48 66.03
1 4.81 32.63 36.62 47.78 67.61 70.36
AllAXI := Datag @ AIIID := Data " AIIOD := Datapy\”

Developed by: Verified by:
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Observing the stress distribution select the region in the table above labeled Data,, that represents the
region of interest. This needs to be done especially for distributions that have a large compressive
stress at the nozzle bottom and high tensile stresses at the J-weld location. Copy the selection in the
above table , click on the "Data” statement below and delete it from the edit menu. Type "Data and the
Mathcad "equal” sign (Shift-Colon) then insert the same to the right of the Mathcad Equals sign below

(paste symbol).

Axl:= Data

%

0
1.154
2.078
2.819
3412
3.888
4.268
4.377
4.486
4.595
4.704
\ 4.813

Data :=

ID := Data

Rip = regress(Axl, 1D, 3)

-9.034
—6.761
7.965
23.851
43.99
47.954
43.756
40.773
39.277
36.022
33.54
32.631

{1

-5.855 4.246 -2.689 —1.031\

-6.739
1.742
21.763
38.072
41.753
39.214
36.237
35.327
35.389
36.173
36.616

-7.237
—6.23
8.555

29.826

35.453

384
41.27

44.863

46.842
48.06

47.779

-7.662 -7.803
~11.848 -16.387
—6.39 —-17.647

13.47 -1.632

33.324  35.846

53.023 57.543
61453  62.189
64.204  63.895
64.323  62.934
64.483  66.03
67.612  70.356 }

OD = Data”

Rop := regress{ Axl, 0D, 3)

Developed by:

Verified by:
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FLeptr == BZ — 1 Flaw Center above Nozzle Bottom

ULSrs.Dist — BZ

Incgyrs avg = 20

No User Input required beyond this Point

&} Sat Aug 09 11:44:49 AM 2003

Developed by: Verified by:
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Propp ength = 2.724

Flaw Length vs. Time
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Developed by:
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300

200

100

Stress Intensity Factor {ksi sqrt inch}

0 05 1 1.5 2 25 3 35 4
Operating Time {Years}

“““ == OD SIF - Entergy Model

=== 1D SIF - Entergy Model

— SIF Average

Developed by: Verified by:
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TWprscc(j 6 = TWprscc(j 7 = TWprscc G.9) =
-10.322 -2.923 -6.63
-10.322 -2.923 -6.63
-10.322 2923 -6.63
-10.322 -2.923 -6.63
-10.322 -2.923 -6.63
-10.322 -2.923 -6.63
-10.322 -2.923 -6.63
-10.322 -2.923 6.63
-10.322 -2.923 -6.63
-10.322 -2.923 -6.63
-10.322 -2.923 -6.63
-10.322 -2.923 6.63
-10.322 -2.923 -6.63
-10.322 -2.923 -6.63
-10.322 -2.923 -6.63
-10.322 -2.923 -6.63

Developed by: Verified by:
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-~ [—— D Surface SIF [——
ID Surface SIF
Vg Average S IF

h —— 1D Hop Stress
—a—— OD Hoop Str

Developed by:

Verified by:
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Growth In Length {inch}

-0.%5 T T T
0 1 2 3 4
Operating Time {years}

Developed by: Verified by:
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Central Engineering Programs

Primary Water Stress Corrosion Crack Growth Analysis ID filaw;
Developed by Central Engineering Porgrams, Entergy Operations Inc.

Developed by: J. S. Brihmadesam Verified by: B. C. Gray

Refrences :
1) "Stress Intensity factors for Part-through Surface cracks”; NASA TM-11707; July 1992.

2) Crack Growth of Alloy 600 Base Metal in PWR Environments; EPRI MRP Report MRP 55 Rev. 1, 2002

Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"28" Degree Nozzle, Mid-Plane Azimuth,
1.544" above Nozzle Bottom

Calculation Basis: MRP 75 th Percentile and Flaw Face Pressurized
Mean Radius -to- Thickness Ratio:- "let" -- between 1.0 and 300.0

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The correction is applied in the determination of the crack extension to ID Surface Flaw
obtain the value in inch/hr .

The first Required input is a location for a point on the tube elevation to define the point of interest (e.g.
The top of the Blind Zone, or bottom of fillet weld etc.). This reference point is necessar to evaluate the

stress distribution on the flaw both for the initial flaw and for a growing flaw. This is defined as the
reference point. Enter a number (inch) that represnets the reference point elevation measured upward from the

nozzle end.

To place the flaw with repsect to the reference point, the flaw tips and center can be located as follows:
1) The Upper "c- 1ip" located at the reference point (Enter 1)

2) The Center of the flaw at the reference point (Enter 2)
3) The lower “c~ 1p" located at the reference point (Enter 3).

Val :=2

The Input Below is the Upper Limit for the evaluation, which is the bottom of the fillet weld leg. This is
shown on the Excel spread sheet as weld bottom. Enter this dimension (measured from nozzle bottom) below.

ULSt -+ = 2999 Upper axial Extent for Stress Distribution to be used in the Analysis (Axial distance above
rs.Dist nozzle bottom)

Developed by: Verified by:
B. C. Gray

J. 8. Brihmadesam
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L:=032 Initial Flaw Length (Twice detectable length)

ag == 0.661-0.07 Initial Flaw Depth (Minimum Detecteble Depth was 5% TW)
od := 4.05 Tube OD

id :=2.728 Tube ID

le = 2235 Design Operating Pressure (internal)

Years := 4 Number of Operating Years

Ilim = 1500 iteration limit for Crack Growth loop

T := 604 Estimate of Operating Temperature

— 012
Coe = 2.67-10

Constant in MRP PWSCC Model for I-600 Wrought @ 617 deg. F

Qg =310 Thermal activation Energy for Crack Growth {MRP)
Tref = 617 Reference Temperature for normalizing Data deg. F
_od id . ) ) )
RO = Rid =3 t:= RO - Rid Rm = Rid+ r Tlmopr = Years-365-24
Tim Iy R
. 5 . opr lim _ L _
Cthr = 1417-10 Cblk = : Pmtblk = —50— Co = 3 Rt = —t—
im

- . 1 1
1.103-10~ 3 | T+459.67 Treft459.67
CO] =¢c
CO = CO]
Developed by:

J. S. Brihmadesam

j

Temperature Correction for Coefficient Alpha

Oc
75 t percentile MRP-55 Revision 1

Verified by:
B. C. Gray
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Page 3of 11

Input all available Nodal stress data in the table below. The column designations are as follows:
Column "0" = Axial distance from minimum to maximum recorded on data sheet (inches)
Column "1" = ID Stress data at each Elevation (ksi)

Cloumn "2" = Quarter Thickness Stress data at each Elevation (ksi)
Cloumn "3" = Mid Thickness Stress data at each Elevation (ksi)

Column "4" = Three quarter Thickness Stress data at each Elevation (ksi)
Column "5™ = OD Stress data at each Elevation (ksi)

4.5

AllData := —
’ 1 2 3 , 4 5
0 0 2.08 -0.87 -2.96 -4.82 6.75
1 0.81 0.09 -2.37 -4.27 6 -7.55
2 1.46 5.28 1.69 -0.79 -2.49 -3.47
E3 1.98 16.88 12.42 9.56 6.91 4.32
4 24 24.14 20.89 18.11 16.59 14.51
5 2.73 26.96 22.67 20.69 24 84 33.52
'6 3 23.28 209 21.71 37.11 47.4
7 3.11 17.16 17.1 20.74 41.09 51.76
8 323 11.72 14.42 21.34 43.54 53.69
B 3.34 6 1111 2091 4383 54.15
f10 3.46 1.44 8.09 20.38 43.02 57.02
11 3.57 217 5.89 19.93 42.41 56.41
12 3.69 4.72 4.86 19.99 40.42 58.85
AXLen := AllData” ID 5 := AllData” 0D, = AllData’™
Stress Distribution
100 T T | | T T
1.?44 2{999
T s L N -
2 : : )
G 0 e -
= =.
] 1 1 1 1
S0 0.5 15 2 25 3 35 4
Axial Elevation above Bottom [inch]
— ID Distribution
= OD Distribution
Developed by:

J. 8. Brihmadesam

Engineering Report
M-EP-2003-002-01

Verified by:
B. C. Gray
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Observing the stress distribution select the region in the table above labeled Data,, that represents the
region of interest. This needs to be done especially for distributions that have a large compressive
stress at the nozzle bottom and high tensile stresses at the J-weld location. Higlight the region in the
above table representing the region to be selected (click on the first cell for selection and drag the
mouse whilst holding the left mosue button down. Once this Iis done click the right mouse button and
select "Copy Selection”; this will copy the selected area on to the clipboard. Then click on the "Matrix"
below (to the right of the dtat statement) to highlight the entire matrix and delete it from the edit menu.
When the Mathcad input symbol appears, use the paste function in the tool bar to paste the selection.

[0
0.811
1.46
1.98
2.397
2.731
Data := | 2.999
3.113
3.228
3.343
3.457
3.572
k3.6s7

2.079
0.091
5.283
16.881
24.144
26.962
23.279
17.161
11.722
6.004
1.439
—2.175
—4.725

—0.875
-2.37
1.686
12.419
20.894
22,672
20.902
17.101
14.424
11.108
8.085
5.891
4.858

Axl := Datal? MD = Data¥  ID := Data"

Ryp := regress(Axl, 1D, 3)

Ryvp = regress(Axl,MD, 3)

Developed by:
J 8. Brihmadesam

—2.96
—4.267
~0.786

9.564

18.115
20.686
21.706
20.743

21.34
20912

20.38

19.929
19.994

—4.82
—6.004
-2.49
6.907
16.59
24.842
37.111
41.091
43.543
43.833
43.021
42.405
40.425

—6.75 \
~7.552
~3.469
4319
14.513
33.523
47.395
51.762
53.688
54.154
57.025
56.415
58.85 )

TQ := Data<4) QT = Data<2) OD = Data(S)

RQT := regress(Ax1,QT, 3)

Rgp = regress(Axl,0D,3)

RTO := regress(Ax1, TQ, 3)

Verified by:
B. C. Gray
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-~

FLCntr = RefP oint ~ €0 if Val= 1 Flaw center Location above Nozzle Bottom
RefPoint if Val=2

RefPoint +¢ otherwise

ULgyrs.Dist ~ UTi
— — - P
Utip = FLCntr + S0 Incgyrs avg = 20

No User Input is required beyond this Point

Sat Aug 09 10:59:39 AM 2003

Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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PmpLength = 1.295

Flaw Growth in Depth Direction

! I I ) I I I
061 -
=
(3]
£
£ = -
= 0.4
L
g
<
3
e
o
= 025 ]
=
@
0 1 ] 1 1 ! ] ]
0 0.5 1 1.5 2 25 3 35 4
Operating Time {years}
2 T T T T T T T
. 1.295
7 I
3] 1
E
=k -
<
k1)
£
Q
-
=
z
o] 0
E
[
-1 | 1 1 1 1 | i
0 0.5 1 1.5 2 25 3 35 4
Operating Time {years}
Developed by: Verified by:

J. 8. Brihmadesam B. C. Gray
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Stress Intensity Factors

100 T T T T T T T
—~—
£
[
£ 80 -
£
o
w
‘R
-
~ 60 -
t
=t
(3]
<
(&
2 et -
w
f =
8
=
4
g 201 =
w2
0 1 1 ] 1 ] ] 1
0 0.5 1 15 2 25 3 35 4

Operating Time {years}
= Depth Point
- Surface Point

Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray



Entergy Operations Inc. Appendix "C"; Attachment 19 Engineering Report
Central Engineering Programs Page 8 of 11 M-EP-2003-002-01

Influence Coefficients - Flaw

Ll
1
0.9
)
172}
L. 0.8
c
=
w
5
g 07
g
g 06
=
& _______________________________________________________________________________________________________________________________
g
@ 03
(5]
Q
=
3
= 04
=
0.3
0.2
0.1
0
0 0.5 1 1.5 2 2.5 3 35 4
Operating time {years}
— "a" - Tip -- Uniform
............... Ha" = Tip mm Linear
"""" "a" - Tip -- Quadratic
""""" "a" - Tip -- Cubic
— "¢" - Tip -- Uniform
"""""""" "¢' - Tip -- Linear
"""" "c" - Tip -- Quadratic
__________ "CH = Tip o Cubic
Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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CORsambi,y ¢ = CORsambij ¢ = CGRsambi, 5 =
1.103 543 4419
1.103 543 4419
1.103 5.43 4.419
1.103 5.43 4.419
1.103 5.43 4419
1.103 5.43 4419
1.103 5.43 4419
1.103 5.43 4419
1.103 5.43 4419
1.103 543 4419
1.103 5.43 4419
1.103 5.43 4419
1.103 543 4419
1.103 5.43 4419
1.103 5.43 4419
1.103 5.43 4419
Developed by: Verified by:

J. 8. Brihmadesam B. C. Gray
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—=— ID Hoop Stress j .
—a 0 D. Hoop Stress [
50 - /
.................................... Top of Bl
%
§ 30
H
X
10 -
<10
0 ) 2 s .
AxialDistance From Nozzle Bottom {inch}
0.07
0.608
§_ 0.05 -
§ 0.04 -
0.03
0.02 T T T T Y
[} 1 2 3 4
O perating Time {(years})
Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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o
w
I

o
i
|

Crack Growth in Length Direction {inch}
°
1 L

'

o

w
|

-0.5 T T T T T
0 1 2 3 4
Operating Time {years}

SIF Depth Point
] SIF Surface Point

Developed by: Verified by:
J. S. Brihmadesam B. C. Gray

c1u



Entergy Operations Inc Appendix “C"; Attachment 20 Engineering Report
Page 1 of 11 M-EP-2003-002-01

Central Engineering Programs
Primary Water Stress Corrosion Crack Growth Analysis - OD SurfaceFlaw

Developed by Centra! Engineering Programs, Entergy Operations Inc
Developedby: J. S. Brihmadesam Verified by: B. C. 6ray

Refrences :
1) "Stress Intensity factors for Part-through Surface cracks™; NASA TM-11707; July 1992.

2) Crack Growth of Alloy 600 Base Metal in PWR Environments; EPRI MRP Report MRP 55 Rev. 1, 2002
Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"28" Degree Nozzle, Mid-Plane Azimuth,
1.544" above Nozzle Bottom

Calculation Basis: MRP 75 th Percentile and Flaw Face Pressurized

Mean Radius -to- Thickness Ratio:- "R /t" - between 1.0 and 300.0

OD Surface Flaw

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The correction is applied in the determination of the crack extension fo

obtain the value in inch/hr .

The first Required input is a location for a point on the tube elevation to define the point of interest (e.g.

The top of the Blind Zone, or bottom of fillet weld etc.). This reference point is necessar to evalvate the
stress distribution on the flaw both for the initial flaw and for a growing flaw. This is defined as the
reference point. Enter a number (inch) that represnets the reference point elevation measured upward from the

nozzle end.

Refpgini i= 1.54

To place the flaw with repsect to the reference point, the flaw tips and center can be located as follows:

1) The Upper "c- 1ip" located at the reference point (Enter 1)
2) The Center of the flaw at the reference point (Enter 2)
3) The lower "¢~ 1ip" located at the reference point (Enter 3).

Val =2

Upper Limit to be selected for stress distribution (e.g. Weld bottom ). This is the elevation from Nozzle
Bottom. Enter this value below

Upper Axial Extent for Stress Distribution to be used in the Analysis (Axial distance above

UL ist = 2999
Strs.Dist nozzle bottom)

Verified by:

Developed by:
B. C. Gray

J. 8. Bribmadesam
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Input Data :-

L :=032 Initial Flaw Length

() = 0.661-0.12 Initial Flaw Depth

od = 4.05 Tube OD

id := 2.728 Tube ID

PI nt = 2235 Design Operating Pressure (internal)
Years := 4 Number of Operating Years

Ili m = 1500 Iteration limit for Crack Growth loop
T := 604 Estimate of Operating Temperature

O == 2.67- 10~ 12 Constant in MRP PWSCC Model for 1-600 Wrought @ 617 deg. F

Qg =310 Thermal activation Energy for Crack Growth {MRP)

Tref =617 Reference Temperature for normalizing Data deg. F

od id t .
R0 = - Rig= > t:= Ro -~ Rid Rm = Rid + 3 Tlmopr = Years-365-24
Tim Ij; Rm
. 5 _ opr lim _L .
Cthr = 141710 Cblk = = Pmtb]k = W co == 3 Rt = T
— Qg ( 1 1 \jl
073 | T+45967 T 459.67
CO] = 1.103-10 ref* ) 0o Temperature Correction for Coefficient Alpha
Co =Cyp 75 t percentile MRP-55 Revision 1
Developed by: Verified by:

J. 8 Brihmadesam B. C. Gray



Entergy Operations Inc Appendix "C"; Attachment 20 Engineering Report
Central Enginfering Programs Page 3 of 11 M-EP-2003-002-01

Stress Input Data

Input all available Nodal stress data in the table below. The column designations are as follows:
Column "0" = Axial distance from minumum to maximum recorded on data sheet{inches)
Column "1" = ID Stress data at each Elevation (ksi)

Column "2" = Quarter Thickness Stress data at each Elevation (ksi)
Column "3" = Mid Thickness Stress data at each Elevation (ksi)

Column "4" = Three Quarter Thickness Stress data at each Elevation (ksi)
Column "5" = OD Stress data at each Elevation (ksi)

AllData := e :
[ 0 1 2 3 4 5
0 0 2.08 -0.87 2.96 4.82 .75
1 0.81 0.09 -2.37 -4.27 6 -7.55
2 1.46 5.28 1.69 -0.79 -2.49 -3.47
3 1.98 16.88 12.42 9.56 6.91 4.32
4 24 24.14 20.89 18.11 16.59 14.51
5 | 273 26.96 2267 20.69 24.84 33.52
6 3 23.28 209 21.71 37.11 47.4
7 3.11 17.16 17.1 20.74 41.09 51.76
8 3.23 11.72 14.42 21.34 43.54 53.69
9 3.34 6 11.14 2091 43.83 54.15
10 3.46 1.44 8.09 20.38 43.02 57.02
11 3.57 217 5.89 19.93 42.41 56.41
12 3.69 4.72 4.86 19.99 40.42 58.85
13 38 4.92 4.88 20.34 38.45 57.62
AXLen = AliData® ID 5 := AllData’” 0D, := AllData™
Stress Distribution
60 T T T T T T i B N
5
40
~ ID
g~
2 ODan 201
|,
w
oF
- .
20, 0.5
AXLen
Axial Elevation above Bottom [inch]
Developed by: Verified by:

J. 8. Brihmadesam B. C. Gray
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Observing the stress distribution select the region in the table above labeled Data,, that represents the
region of interest. This needs to be done especially for distributions that have a large compressive
stress at the nozzle bottom and high tensile stresses at the J-weld location. Copy the selection in the
above table , click on the "Data" statement below and delete it from the edit menu. Type "Data and the
Mathcad "equal” sign (Shift-Colon) then insert the same to the right of the Mathcad Equals sign below

{paste symbol).

(0
0.811
1.46
1.98
2397
2.731
Data := | 2.999
3.113
3.228
3.343
3457
3.572
\ 3.687

Ax] = Data<0) MD := Data(3> ID = Data<1>

2.079
0.091
5.283
16.881
24.144
26.962
23.279
17.161
11.722
6.004
1.439
—2.175
—4.725

—0.875
—2.37
1.686
12.419
20.894
22.672
20.902
17.101
14.424
11.108
8.085
5.891
4858

—296 —4.82 —6.75\

—4.267 —6.004
—0.786 —2.49
9.564 6.907
18.115 16.59
20.686 24.842
21.706 37.111
20.743  41.091
21.34 43.543
20912 43.833
2038 43.021
19.929 42.405
19.994 40.425

TQ := Data®

Rip = regress(Axl, 1D, 3) RQT := regress(Axl,QT,3)

Rop

Rpmp = regress(Axl,MD, 3) RTQ = regress(Ax1,TQ,3)

FLoptr = RefPoint_CO if Val=1

RefPoint +¢g otherwise

Urip = FLenr €

Developed by:
J. 8. Brhimadesam

—7.552
—3.469
4319
14.513
33.523
47.395
51.762
53.688
54.154
57.025
56.415

58.85 J

QT := Data®  OD := Data

:= regress(Axl,0D,3)

Flaw center Location Location above Nozzle Bottom

Incgtrs avg =

ULgtrs.Dist ~ UTip

0

Verified by:
B. C. Gray
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a - AT

No User Input is required beyond this Point

{5} Sat Aug 09 10:21:18 AM 2003

Daveloped by: Verified by:
J. 8. Brihmadesam B. C. Gray



Entergy Operations Inc
Central Engineering Programs

PmpLength = 1.295

Appendix "C"; Attachment 20
Page 6 of 11

Flaw Growth in Depth Direction
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=
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Developed by:

J. 8. Brhmadesam
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Stress Intensity Factors

g 8 T T T T T T T
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g 6ol -
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-

2 ,
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e

2 20 =
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>
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g
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@ 0 0.5 1 1.5 2 25 3 35 4
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— Depth Point Entergy-CEP Model
- Surface Point Entergy-CEP model

Developed by: Verified by:
J. 8. Bnhmadesam B. C. Gray



Entergy Operations Inc Appendix "C"; Attachment 20 Engineering Report
Central Engineering Programs Page 8 of 11 M-EP-2003-002-01

Influence Coefficients - Flaw
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Developed by: Verified by:
J. S. Brihmadesam B. C. Gray

¢



Entergy Operations Inc Appendix “C"; Attachment 20 Engineering Report

Central Engineering Programs Page 9 of 11 M-EP-2003-002-01
CORsambiy g) = CGRsambi(k,s) B CORsambiy o) =
0.827 -0.017 0.133
0.827 0.017 0.133
0.827 0.017 0.133
0.827 0.017 0.133
0.827 -0.017 0.133
0.827 -0.017 0.133
0.827 -0.017 0.133
0.827 0.017 0.133
0.827 -0.017 0.133
0.827 0.017 0.133
0.827 0017 0.133
0.827 -0.017 0.133
0.827 -0.017 0.133
0.827 -0.017 0.133
0.827 -0.017 0.133
0.827 -0.017 0.133
Developed by: Verified by:

J. 8. Brihmadesam B. C. Gray
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—=— |D Distribution
—a——— O D Distribution
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Developed by:
J. 8. Brihmadesam

T L3
2 3
Oporating Time {yesars})
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Developed by: Verified by:
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Stress Corrosion Crack Growth Analysis Throughwall flaw

Developed by Central Engineering Programs, Entergy Operations Inc
Developedby: J. S. Brihmadesam Verified by: B. C. 6ray

Note : Only for use when R, ,..../7 is between 2.0 and 5.0 (Thickwall Cylinder)
Refrences :

1) ASME PVP paper PVP-350, Page 143; 1997 {Fracture Mechanics Model}
2) Crack Growth of Alloy 600 Base Metal in PWR Environments; EPRI MRP Report MRP 55 Rev. 1, 2002

Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"28"Degree Nozzle, Mid-Plane Azimuth,
1.544 inch above Nozzle Bottom

Calculation Reference: MRP 75 th Percentile and Flaw Pressurized

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The correction is applied in the determination of the crack extension to Th I-'Ol.lg h Wa“
obtain the value in inch/hr. Axial Flaw

The first Input is to locate the Reference Line (eg. top of the Blind Zone). The throughwall flaw "Upper Tip”
is Jocated at the Reference Line.

Enter the elevation of the Reference Line (eg.Blind Zone) above the nozzle bottfom in inches.

BZ := 1.544 Location of Blind Zone above nozzle bottom (inch)

The Second Input is the Upper Limit for the evaluation, which is the bottom of the fillet weld leg. This is
shown on the Excel spread sheet as weld bottom. Enter this dimension (measured from nozzle bottom) below.

ULSrs Dist := 2.999 Upper axial Extent for Stress Distribution to be used in the analysis (Axial distance
above nozzle bottom)

Developed by: Verified by:
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Input Data :-
L:= 025 Initial Flaw Length TW axial (Based on 10 Ksi average stress)
od := 4.05 Tube OD
id:=2.728 Tube ID
Pint := 2.235 Design Operating Pressure (interal)
Years := 4 Number of Operating Years
Bim = 1500 Iteration limit for Crack Growth loop
T:= 604 Estimate of Operating Temperature
v := 0307 Poissons ratio @ 600 F
e = 2.67-10° 12 Constant in MRP PWSCC Model for 1-600 Wrought @ 617 deg. F
Qg =310 Thermal activation Energy for Crack Growth {MRP)

Reference Temperature for normalizing Data deg. F

-QE ( 1 1 \
1.103-107 3 \ T+459.67 Trer+459.67
Cop:= «

Oc Timgp := Years-365-24
d .
Rg:= % Rj:= -'29 t:=Ry-R; Rp:=R;+ é CFinpyr = 1417-10°
Timgp Tiim L
Chlk = L Pty == |— = =
llim 50 2

Developed by: Verified by:
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Stress Distribution in the tube. The outside surface is the reference surface for all analysis in accordance with the reference.

Stress Input Data

Import the Required data from applicable Excel spread Sheet. The column designations are as follows:
Cloumn "0" = Axial distance from Minimum to Maximum recorded on the data sheet (inches)
Column "1" = ID Stress data at each Elevation (ksi)

Column "5" = OD Stress data at each Elevation (ksi)

DAL= 0 1 2 3

0 0 2.08 0.87 2.96 482 675
1 0.81 0.09 -2.37 4.27 6 -7.55
2 1.46 5.28 1.69 0.79 249 -3.47
3 1.98 16.88 12.42 9.56 6.91 4.32
4 24 24.14 20.89 18.11 16.59 14.51
5 2.73 26.96 22,67 20.69 24.84 33.52
6 3 23.28 20.9 21.71 37.11 474
7 3.1 17.16 17.1 20.74 41.09 51.76
8 323 11.72 14.42 21.34 43.54 53.69
9| 3.34 6 1.1 20.91 43.83 54.15
HO| 3.46 1.44 8.09 20.38 43.02 57.02

1 3.57 217 5.89 19.93 42.41 56.41

AllAx] = DataA“( 0

AllID := DataA“( v

AlIOD := Datap ">

Developed by:

Verified by:
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60

46.67

3333

20

Stress [ksi)

6.67

—6.67

20 0.5 1 1.5 2 25 3 35 4 45

Axial Distance above Bottom [inch]
— ID Distribution
=== 0D distribution

Observing the stress distribution select the region in the table above labeled Data,, that represents the
region of interest. This needs to be done especially for distributions that have a large compressive
stress at the nozzle bottom and high tensile stresses at the J-weld location. Copy the selection in the
above table , click on the "Data” statement below and delete it from the edit menu. Type "Data and the
Mathcad "equal” sign {(Shift-Colon) then insert the same to the right of the Mathcad Equals sign befow
(paste symbol).

(0 2079 -0875 -296 -482 -6.75)

0.811 0091 -2.37 -4.267 —6.004 —7.552
146 5283 1686 —-0.786 -249 -3.469
198 16.881 12419 9564 6.907 4319
2397 24.144 20.894 18.115 16.59 14.513
Data:= | 2.731 26.962 22.672 20686 24.842 33.523
2.999 23279 20902 21.706 37.111 47.395
3.113 17.161 17.101 20.743 41.091 51.762
3228 11.722 14424 2134 43.543 53.688
3343 6.004 11.108 20912 43.833 54.154
(3457 1439 8.085 2038 43.021 57.025)

Axl:= Data(o> ID:= Data( v OD = Data( s
RIp = regress(Axl,ID, 3) RQp := regress(Axl, 0D, 3)

Developed by:

Verified by:
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FLCptr:= BZ — 1 Flaw Center above Nozzle Bottom
I _ ULses.pist — BZ
Strs.avg - _20 —
No User Input required beyond this Point
Sat Aug 09 11:44:49 AM 2003
Developed by: Verified by:
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Proppength = 1.455

Flaw Length vs. Time

1.455
SpF—t— B
5 1
£
=
$ TWCpsee, |
£ — ' f
t%: 0.5
S
g
= |
0 :
—0.5
0 0.5 1 1.5 2 25 3 35 4 45 5
TWCpwsee i
Operating Time {years}
— Entergy Model
Increase in Half Length
2
5 15
E
5
f~4
X 1
E
2
£ 05
0 . :
0 0.5 1 1.5 2 25 3 35 4

Operating Time {Years}

Developed by: Verified by:
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300
=
£
& 200
.gi
g
g
29
Z 100 |
=
@
£
w2
0 0.5 1 1.5 2 25 35 4

OD SIF - Entergy Model
ID SIF - Entergy Model
SIF Average

Operating Time {Years}

Developed by:

Verified by:
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TWCpusee; ¢ = TWCpwsec; ) TWCpwscc; 4 =
1.027 5.625 2.389
1027 5625 2.389
1.027 5625 2.389
1027 5625 2.389
1.027 5.625 2.389
1027 5625 2.389
12.027 5.625 2.389
1.027 5625 2.389
2.027 5.625 2.389
1.027 5625 2.389
1.027 5625 2.389
1,027 5625 2.389
1.027 5625 2.389
.027 5625 2.389
1027 5625 2.389
1027 5625 2.389

Developed by: Verified by:
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Hoop Stress Plot
| —e— |Di H oiojp' S tress
OD Hojpp Stress
50 —
g Top of Blind Zpne
E
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o ]
Q
g Top of Compression Zone
T
13051
i O—\'()/({
e A—M”/ Bottom of W eld
T T T T
0 1 2 3 4
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61 [—— OD Surface SIF
——— ID Surface SIF
—— Average SIF
2
o
£ 47
:“i
3
&
2219
173
s
=
@
g
(2R
-2 T T T T T
0 1 2 3 4
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Developed by: Verified by:
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Growth In Length {inch}

-0.5 T T T T
[4 1 2 3 4
Operating Time ({(years}

Developed by: Verified by:
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Primary Water Stress Corrosion Crack Growth Analysis ID flaw;
Developed by Central Engineering Porgrams, Entergy Operations Inc.

Developed by: J. S. Brihmadesam Verified by: B. C. Gray

Refrences :
1) "Stress Intensity factors for Part-through Surface cracks"; NASA TM-11707; July 1992.

2) Crack Growth of Alloy 600 Base Metal in PWR Environments; EPRI MRP Report MRP 55 Rev. 1, 2002

Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"49" Degree Nozzle, Downhill Azimuth,
1.5644" above Nozzle Bottom

Calculation Basis: MRP 75 th Percentile and Flaw Face Pressurized
Mean Radius -to- Thickness Ratio:- "let“ -- between 1.0 and 300.0

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The correction is applied in the determination of the crack extension to ID S u rface Flaw
obtain the value in inch/hr .

The first Reguired input is a location for a point on the tube elevation to define the point of interest (e.g.

The top of the Blind Zone, or bottom of fillet weld etc.). This reference point is necessar to evaluate the
stress distribution on the flaw both for the initial flaw and for a growing flaw. This is defined as the
reference point. Enter a number (inch) that represnets the reference point elevation measured upward from the

nozzle end.

RefPoint = 1544

To place the flaw with repsect to the reference point, the flaw tips and center can be located as follows:
1) The Upper “c- 1ip" located at the reference point (Enter 1)
2) The Center of the flaw at the reference point (Enter 2)
3) The lower "c- Tip ” located at the reference point (Enter 3).

Val :=2

The Input Below is the Upper Limit for the evaluation, which is the bottom of the fillet weld leg. This is
shown on the Excel spread sheet as weld bottom. Enter this dimension (measured from nozzle bottom) below.

Upper axial Extent for Stress Distribution to be used in the Analysis (Axial distance above

UL . = 1889
Strs.Dist nozzle bottom).

Verified by:

Developed by:
B. C. Gray

J. 8. Brihmadesam
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Input Data :-

L =032

ag = 0.661-0.07
od := 4.05

id :=2.728
PInt = 2.235
Years = 4
Illm = 1500

T := 604

— 10— 12
0o = 2.67-10

Qg =310
Tref =617
od id
Ro = Rig=+
Tim
Cthr = 1.417'105 Cblk = " .opr
lim

Appendix "C"; Attachment 22

Engineering Report

Page 2 of 11 M-EP-2003-002-01

Initial Flaw Length (Twice detectable length)

Initial Flaw Depth (Minimum Detecteble Depth was 5% TW)
Tube OD

Tube ID

Design Operating Pressure (internal)

Number of Operating Years

Iteration limit for Crack Growth loop

Estimate of Operating Temperature

Constant in MRP PWSCC Model for I-600 Wrought @ 617 deg. F
Thermal activation Energy for Crack Growth {MRP)

Reference Temperature for normalizing Data deg. F

t
t:= R0 - Rid Rm = Rid + 3 Timopr = Years-365-24

o
I
|

)

CO = CO]

Developed by:
J. 8. Brihmadesam

—-Q 1 1
1.103-10~ 3 | T+459.67 T, (+459.67

):l.ao N Temperature Correction for Coefficient Alpha

75 th percentile MRP-55 Revision 1

Verified by:
B. C. Gray
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Input all available Nodal stress data in the table below. The column designations are as follows:
Column "0" = Axial distance from minimum to maximum recorded on data sheet (inches)

100
g s
a2
£
w 0
=50
Developed by:

Column "1" = ID Stress data at each Elevation (ksi)

Cloumn "2" = Quarter Thickness Stress data at each Elevation (ksi)

Cloumn "3" = Mid Thickness Stress data at each Elevation (ksi)
Column "4" = Three quarter Thickness Stress data at each Elevation (ksi)
Column "5" = OD Stress data at each Elevation (ksi)

AllData := N ,
0 1 2 3 5

0 0 -28.32 -18.3 -12.16 6.2 0.02

1 0.35 -18.79 -12.49 -6.61 -1.37 3.65

"2 ' 0.63 -17.84 -10.52 441 -0.48 2.08

3 0.85 -20.52 -12.97 5.9 -0.87 -1.54

4 1.03 -19.66 -11.83 -5.29 0.23 1.46

5 1.18 -17.2 -10.59 -0.52 16.33 21.02

6 1.29 -8.02 2.2 10.46 3266 37.29

f7 1.44 4.78 9.56 249 38.18 54.09

'8 1.59 13.25 18.57 35.28 52.81 66.52

9 1.74 16 22.02 39.19 62.95 75

1 0 1.89 15.86 23.14 40.23 64.33 74.87

AXLen := AllData(0> IDpy = A]lData(l> ODyj; = AllData(S)
Stress Distribution
T T ; T T T
11‘293 1.§_;49,,.-------~ ......
- :
u R -
— o
1 ! : 1. | 1
0 0.5 1 1.5 2 25 3.5
Axial Elevation above Bottom [inch]
— ID Distribution
=== OD Distribution
Verified by:
B. C. Gray

J. 8. Brihmadesam
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Observing the stress distribution select the region in the table above labeled Data,, that represents the
region of interest. This needs to be done especially for distributions that have a large compressive
stress at the nozzle bottom and high tensile stresses at the J-weld location. Higlight the region in the
above table representing the region to be selected (click on the first cell for selection and drag the
mouse whilst holding the left mosue button down. Once this is done click the right mouse button and
select "Copy Selection™; this will copy the selected area on to the clipboard. Then click on the "Matrix"
below (to the right of the diat statement) to highlight the entire matrix and delete it from the edit menu.
When the Mathcad input symbol appears, use the paste function in the toof bar to paste the selection.

(0
0.35
0.63

0.854
1.034

Data :=| 1.178

1.293

1.442

1.591
1.74

\ 1.889

—28.324
—18.794
—17.838
—20.517
—19.663
—17.203
—8.023
4778
13.252
16.001
15.857

—18.299
—12.495
—10.518
—12.968
—11.831
—10.587
—2.205
9.557
18.569
22.017
23.14

Axl = Data®  MD :=Dat2®  ID := Data\"

R|p := regress(Axl, 1D, 3)

Rypp = regress(Ax1,MD, 3)

Developed by:
J 8. Bribmadesam

—12.16
—6.607
—4.407
—5.902
—5.288
=0.515
10.461

24.903

35.278
39.194
40.235

TQ := Data®

—6.201
—1.366
—0.477
—0.874
0.227
16.326
32.658
38.177
52.808
62.945
64.335

RQT := regress(Ax1,QT,3)

RTO := regress(Axl, TQ,3)

-0.021 \
3.655
2.08
—1.536
146
21.019
37.289
54.089
66.517
75.001
74.874 )

QT = Data®  OD := Data™

ROD := regress(Axl, 0D, 3)

Verified by:
B. C. Gray
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-~

FL Cntr = RefPoint - g if Val=1 Flaw center Location above Nozzle Bottom
RefPoint if Val=2

RefPoint +¢p otherwise

ULsirs. Dist ~ UTi
— — . P
Utip = FLcpr + Incgirs avg = 20

No User Input is required beyond this Point

£ Sat Aug 09 10:59:39 AM 2003

Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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PmpLength = 0.185
Flaw Growth in Depth Direction
1 1 I I | 1
061 ~1
=
o
£
< = .
=4 04
[ 9]
-
=
=
e
g 021 =
.‘E“ .
43
(') | L ! 1 ] !
0 0.5 1.5 2 2.5 3 35 4
Operating Time {years}
2 T T T T T T
-
=
[+
£
1] l - —
=
)
k=
Q
=
=
Z
(&) 0
3
=
[+
-1 1 | | 1 | |
0 0.5 1.5 2 25 3 35 4
Operating Time {years}
Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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Stress Intensity Factors

Entergy Operations Inc.
Central Engineering Programs
8 T
g T
£
o
(72}
.G 6 -
ol
£
8
8 5
=
2
72|
5 4
E
¢
— L
S 3
1
2
0 0.5
— Depth Point
- Surface Point
Developed by:

J. 8. Brihmadesam

1.5 2 2.5
Operating Time {years}

35

Engineering Report
M-EP-2003-002-01

Verified by:
B. C. Gray
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Influence Coefficients - Flaw

1.1
1
0.9
)
172}
L 08
=)
9
%2}
5
g 07
5
g 06
=
Ld: ________________________________________________________________________________________________________________________________
g
O 05
[}
Q
=1
2
= 04
=
0.3
0.2
0l e
0
0 0.5 1 1.5 2 2.5 3 3.5 4
Operating time {years}
— "a" - Tip -- Uniform
............... 'Ia'l - Tip E= Linear
"""" "a" - Tip -- Quadratic
S "a" - Tip -- Cubic
—— "¢" = Tip -~ Uniform
............... "Cl = Tip o Linear
"""" "c" - Tip -- Quadratic
""""" "¢" - Tip -- Cubic
Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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CGRsambi(k 3) = CGRsambi(k 6) = CGRsambi(k 5 =
1.103 2.778 2.34
1.103 2.778 2.34
1.103 2.778 2.34
1.103 2.778 234
1.103 2.778 2.34
1.103 2.778 2.34
1.103 2.778 2.34
1.103 2.778 2.34
1.103 2.778 2.34
1.103 2.778 2.34
1.103 2.778 2.34
1.103 2.778 2.34
1.103 2.778 2.34
1.103 2.778 234
1.103 2778 234
1.103 2.778 234
Developed by: Verified by:

J. 8. Brihmadesam B. C. Gray
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g - e - e S, S
— e— ID Hoop Siress J.- \ :
80 —a—— OD Hoop Stiress : Yop ef8ilnd Zene
60 — '
g 40
% 20
x
o
.20 - :
- W-oldlc'ﬂm/-r
.40 LS r : Y . ‘ r ™ r T
H 0.0 0.5 1.0 1.5 2.0 2.5 3.0
, AxiatDistance From Nozzie Bottom ({inch}
0.07
0.06
E_o.os ]
§0.04 =
0.03 -
0.02 T T T T T
[} 1 2 3 4
Operating Time {years})
Developed by: Verified by:

J. S. Bahmadesam

B.C. Gray



Entergy Operations Inc. Appendix "C"; Attachment 22 Engineering Report
Central Engineering Programs Page 11 of 11 M-EP-2003-002-01

Crack Growth in Length Direction {inch}

-0.5 T T T T T
0 il 2 3 4
Operating Time ({years}

Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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Primary Water Stress Corrosion Crack Growth Analysis ID flaw;
Developed by Central Engineering Porgrams, Entergy Operations Inc.

Developed by: J. S. Brihmadesam Verified by: B. C. Gray

Refrences :
1) "Stress Intensity factors for Part-through Surface cracks”; NASA TM-11707; July 1992.

2) Crack Growth of Alloy 600 Base Metal in PWR Environments; EPRI MRP Report MRP 55 Rev. 1, 2002

Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"49" Degree Nozzle, Uphill Azimuth,
1.5644" above Nozzle Bottom

Calculation Basis: MRP 75 th Percentile and Flaw Face Pressurized
Mean Radius -to- Thickness Ratio:- "let" - between 1.0 and 300.0

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The correction is applied in the determination of the crack extension to ID S url"a ce Flaw
obtain the value in inch/hr .

The first Reguired input is a location for a point on the tube elevation to define the point of interest (e.g.

The top of the Blind Zone, or bottom of fillet weld etc.). This reference point is necessar to evaluate the
stress distribution on the flaw both for the initial flaw and for a growing flaw. This is defined as the
reference point. Enter a number (inch) that represnets the reference point elevation measured upward from the

noxzle end.

RefPOint = 1.544

To place the flaw with repsect to the reference point, the flaw tips and center can be located as follows:
1) The Upper "c- 1p" located at the reference point (Enter 1)
2) The Center of the flaw at the reference point (Enter 2)
3) The lower “c- 1ip" located at the reference point (Enter 3).

Val =2

The Input Below is the Upper Limit for the evaluation, which is the bottom of the fillet weld leg. This is
shown on the Excel spread sheet as weld bottom. Enter this dimension (measured from nozzle bottom) below.

Upper axial Extent for Stress Distribution to be used in the Analysis (Axial distance above

UL .. = 6.628
Strs.Dist nozzle bottom).

Verified by:

Developed by:
8. C. Gray

J. 8. Brihmadesam
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L =032 Initial Flaw Length (Twice detectable length)

ay == 0.661-0.07 Initial Flaw Depth (Minimum Detecteble Depth was 5% TW)
od := 4.05 Tube OD

id ;= 2.728 Tube ID

le = 2235 Design Operating Pressure (internal)

Years := 4 Number of Operating Years

Ly = 1500 Iteration limit for Crack Growth loop

T := 604 Estimate of Operating Temperature

— 10— 12
Coe = 2.67-10

Constant in MRP PWSCC Model for 1-600 Wrought @ 617 deg. F

Qg =310 Thermal activation Energy for Crack Growth {MRP)
Tref =617 Reference Temperature for normalizing Data deg. F
od id t )
R, = - Riq = £ t:=R,-Rjq Rm=Rjyg+ > T1mOpr = Years-365-24
Tim Iy: R
_ 5 . opr | lim _ L __'m
Cthr = 1417-10 Cblk = Il Pmtblk = '5—0 Co = -5 Rt = _t_
im

)

- Qg 1 i
1.103-10~ 3 | T+459.67 T, +459.67
Cor =
01
Co = Co1
Developed by:

J. 8. Brdhmadesam

) ]-aoc Temperature Correction for Coefficient Alpha

75 th percentile MRP-55 Revision 1

Verified by:
B. C. Gray
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Stress Input Data

Input all available Nodal stress data in the table below. The column designations are as follows:

100
g 50
g
& o
=50
Developed by:

Column "0" = Axial distance from minimum to maximum recorded on data sheet {inches)
Column "1" = ID Stress data at each Elevation (ksi)

Cloumn "2" = Quarter Thickness Stress data at each Elevation (ksi)

Cloumn "3" = Mid Thickness Stress data at each Elevation (ksi)

Column "4" = Three quarter Thickness Stress data at each Elevation (ksi)

Column "5" = OD Stress data at each Elevation (ksi)

AllData := - :
0 1 2 4 5

LO 0 -20.18 -11.45 -5.94 -1.16 3.7
1 1.79 -3.02 -4.38 -5.44 -5.51 5.34
2 _ 3.23 9.4 1213 -0.26 -12.62 -20.23
3 4.38 25.65 24.71 1458 -15.3 -25.69
‘4 5.3 36.18 33.79 26.29 592 -24.31
5 6.04 38.11 35.03 3143 21.21 8.83
6 6.63 42.19 38.1 36.25 40.68 36.41
7 6.76 45.07 4222 42.74 47.55 4423
8 6.9 44.97 4361 46.01 49.99 48.8
) 7.03 447 4412 47.02 51.04 54.11

AXLen = AllData(0> IDpgp = AllDatam ODyy = AllData(5>
Stress Distribution
T 1 T T T ) T

1.544

o7

e

womme” N

'~

0 1 2 3 5 6 7 8
Axial Elevation above Bottom [inch]

— ID Distribution

I OD Distribution

J. 8. Brihmadesam

Engineering Report
M-EP-2003-002-01

Verified by:
B. C. Gray
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Observing the stress distribution select the region in the table above labeled Data,, that represents the
region of interest. This needs to be done especially for distributions that have a large compressive
stress at the nozzle bottom and high tensile stresses at the J-weld location. Higlight the region in the
above table representing the region to be selected (click on the first cell for selection and drag the
mouse whilst holding the left mosue button down. Once this is done click the right mouse button and
select "Copy Selection”; this will copy the selected area on to the clipboard. Then click on the "Matrix"
below (to the right of the dtat statement) to highlight the entire matrix and delete it from the edit menu.
When the Mathcad input symbol appears, use the paste function in the tool bar to paste the selection.

( 0

1.792
3.228
4378
Data := | 5.299
6.037
6.628
6.764
\ 6.899

—20.175
—3.024
9.398
25.65
36.179
38.106
42.186
45.067
44.968

—11.45
—4.378
12.134
24.71
33.787
35.028
38.102
42217
43.606

Ax] := Data® MD := Data® 1D = Data"

Ryp = regress(Axl,ID, 3)

RMD = regress(Ax1,MD,3)

Developed by:
J. 8. Brihmadesam

—5.94
—5.443
—0.258
14.577
26.287

31.43
36.248
42.736
46.007

—1.163  3.704 \

-5.511 —5.341
—12.622 —20.232
—15.299 —25.689

—5.925 —24.306
21.215 8.334
40.684 36.405
47.553 44.235

49.995 48.803 )

TQ = Data<4> QT = Data<2> oD = Data(s)

RQT := regress(Ax1,QT,3)

Rgp = regress(Axl,0D, 3)

Rro = regress(Axl, TQ,3)

Verified by:
B. C. Gray



Entergy Operations Inc. Appendix "C"; Attachment 23 Engineering Report
Central Engineering Programs Page 5 of 11 M-EP-2003-002-01

-~

FLCntr = RefPoint - g if Val= 1 Flaw center Location above Nozzle Bottom
RefPoint if Val=2

RefPoint +¢g otherwise

ULgyrs Dist ~ UTi
— — . p
Urip = FLcntr + <0 Incgyrs avg = 20

No User Input is required beyond this Point

{8} Sat Aug 09 10:59:39 AM 2003

Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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PmpLength = 4.924

Flaw Growth in Depth Direction

T T | T T T |
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J
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= 04
[ 7
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&
0 i ] ] i ] i 1
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=
o
=
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6] 0
2
8
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Operating Time {years}
Developed by: Verified by:
8. C. Gray

J. 8. Brihmadesam
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Stress Intensity Factors
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Developed by: Verified by:
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Influence Coefficients - Flaw
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Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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CORsambi, 4 = CGRsambi, ¢ = CORsambi, o =
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1.612
1.103 -1.99 -1612
1.103 -1.99 -1.612
1103 199 1612
Developed by: Verified by:

J. 8. Brihmadesam B. C. Gray
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—e— ID Hoop|Stress E R A
—a—— OD Hoop Stress
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1
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Hoop Stress {ksi)
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Developed by:

J. 8. Bnhmadesam
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Crack Growth in Length Direction {inch}
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Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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Primary Water Stress Corrosion Crack Growth Analysis - OD SurfaceFlaw

Developed by Central Engineering Programs, Entergy Operations Inc
Developedby: J. S. Brihmadesam Verified by: B. C. 6ray

Refrences :
1) "Stress Intensity factors for Part-through Surface cracks”; NASA TM-11707; July 1992.
2) Crack Growth of Alloy 600 Base Metal in PWR Environments; EPRI MRP Report MRP §5 Rev. 1, 2002

Arkansas Nuclear One Unit 2

Component : Reactor Vessel CEDM -"49" Degree Nozzle, Uphill Azimuth,
1.544" above Nozzle Bottom

Calculation Basis: MRP 75 th Percentile and Flaw Face Pressurized

Mean Radius -to- Thickness Ratio:- "R /t" - between 1.0 and 300.0

OD Surface Flaw

Note : Used the Metric form of the equation from EPRI MRP 55-Rev. 1.
The correction is applied in the determination of the crack extension to

obtain the value in inch/hr .
The first Reguired input is a location for a point on the tube elevation to define the point of interest (e.g.
The top of the Blind Zone, or bottom of fillet weld etc.). This reference point is necessar to evaluate the

stress distribution on the flaw both for the initial flaw and for a growing flaw. This is defined as the
reference point. Enter a number (inch) that represnets the reference point elevation measured upward from the

nozzle end.
RefPoint = 1.544

To place the flaw with repsect to the reference point, the flaw tips and center can be located as follows:

1) The Upper "c- 1ip" located at the reference point (Enter 1)
2) The Center of the flaw at the reference point (Enter 2)
3) The lower "c~ 1ip" located at the reference point (Enter 3).

Val =2

Upper Limit to be selected for stress distribution (e.g. Weld bottom ). This is the elevation from Nozzle

Bottom. Enter this value below
Upper Axial Extent for Stress Distribution to be used in the Analysis (Axial distance above

UL : 4 = 6.628
Strs.Dist nozzle bottom)
Verified by:
8. C. Gray

Developed by:
J. 8. Brihmadesam
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Input Data :-

L :=032

ao = 0.661-0.12
od := 4.05

id ;= 2.728
PInt = 2.235
Years := 4
Illm = 1500

T := 604

— y g 10— 12
0 = 2.67-10

Appendix "C"; Attachment 24

\

Qg = 31.0
Tref = 617
od id
R0:=T Ri :=? tZ=R0—
Tim
CFinhr = 1.417-10° Cblk = opr
lim
"Qg ) 1 1
1.103-10~ 3 | T+459.67 Tref+459‘67
Co1 =
CO = CO]
Developed by:

J. 8. Brihmadesam

Engineering Report

Page 2 of 11 M-EP-2003-002-01

Initial Flaw Length

Initial Flaw Depth

Tube OD

Tube ID

Design Operating Pressure (internal)

Number of Operating Years

lteration limit for Crack Growth loop

Estimate of Operating Temperature

Constant in MRP PWSCC Model for 1-600 Wrought @ 617 deg. F
Thermal activation Energy for Crack Growth {MRP)

Reference Temperature for normalizing Data deg. F

t
Rid Rm = Rid + 3 Timopr = Years-365-24
Ilim L Rm
Pmtblk = —50— cO = ; R‘t = ..T.

) :| g Temperature Correction for Coefficient Alpha

75 t percentile MRP-55 Revision 1

Verified by:
B. C. Gray
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Stress Input Data

Appendix "C"; Attachment 24

Page 3 of 11

Engineering Report
M-EP-2003-002-01

Input all available Nodal stress data in the table below. The column designations are as follows:
Column "0" = Axial distance from minumum to maximum recorded on data sheet{inches)

Developed by:

Column "1" = ID Stress data at each Elevation (ksi)

Column "2" = Quarter Thickness Stress data at each Elevation (ksi)
Column "3" = Mid Thickness Stress data at each Elevation (ksi)

Column "4" = Three Quarter Thickness Stress data at each Elevation (ksi)

Column "5" = OD Stress data at each Elevation (ksi)

AliData :=

Stress [ksi]

1 2 , 4 5
0 0 -20.18 -11.45 -5.94 -1.16 37
1] 1.79 -3.02 438 -5.44 -5.51 -5.34
2 3.23 94 12.13 -0.26 -12.62 -20.23
3 4.38 25.65 24.71 14.58 -16.3 -25.69
4 53 36.18 33.79 26.29 -5.92 -24.31
5 6.04 38.11 35.03 3143 21.21 8.83
6 6.63 42.19 38.1 36.25 4068 36.41
7 6.76 45.07 4222 4274 47.55 4423
Q 6.9 4497 4361 46.01 4999 488
9 7.03 44.7 44.12 47.02 51.04 54.11
10 717 43.72 43.97 4764 50.17 54.17

AXLen = AllData(O) IDpy = AllData< 0 ODppp = AllData<5)
Stress Distribution
100 1 T T T T :
1.544 5
' .
9

J 8. Brhmadesam

AXLen
Axial Elevation above Bottom [inch]

Verified by:
B. C Gray
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Observing the stress distribution select the region in the table above labeled Data,, that represents the
region of interest. This needs to be done especially for distributions that have a farge compressive
stress at the nozzle bottom and high tensile stresses at the J-weld location. Copy the selection in the
above table , click on the "Data” statement below and delete it from the edit menu. Type "Data and the
Mathcad "equal” sign (Shift-Colon) then insert the same to the right of the Mathcad Equals sign below

(paste symbol). ( 0 20175 —1145 —594 —L163 3704

1792 —3024 —4378 —5.443 —5511 —5341
3228 9398 12134 —0258 —12.622 —20.232
4378 2565 2471 14577 —15299 —25.689
5209 36179 33787 26287 —5925 —24.306
Data := | 6037 38.106 35028 3143 21215 8834
6628 42.186 38102 36248 40.684  36.405
6764 45.067 42217 42736 47553 44235
6.899 44968 43606 46007 49995  48.803
7035 44.695 44.12 47021 51043  54.113
\7.17 43723 43973 47639 50.172 5417 )

Axl :=Data®  MD:=Dats¥  ID = DatV TQ:= Data® QT :=Data®  OD := Data®

Ryp := regress(Axl, 1D, 3) RQT = regress(Axl1,QT,3)
Rop = regress(Axl,0D,3)

Rpmp = regress(Ax1,MD, 3) RTQ := regress(Ax1,TQ,3)

FLCntr = RefPoint - <o if Val=1 Flaw center Location Location above Nozzle Bottom
RefPoint if Val=2

RefPoint +¢ otherwise

ULgtrs Dist ~ UTi
o — . p
Urip = FLCper + € Incgrg avp = an

Developed by: Venified by:
J. 8. Brihmadesam B. C. Gray
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. - PRY]

No User Input is required beyond this Point

) Sat Aug 09 10:21:18 AM 2003

Developed by: Verified by:
J. 8. Brihmadesam B. C. Gray
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PmpLength = 4.924

Appendix “C"; Attachment 24
Page 6 of 11

Flaw Growth in Depth Direction
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Developed by:

J. 8. Bnhmadesam

Engineering Report
M-EP-2003-002-01

Verified by:
8. C. Gray
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. Stress Intensity Factors
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Developed by: Verified by:

J. 8. Brihmadesam

B.C. Gray
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Influence Coefficients - Flaw
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Developed by:

J. S. Brihmadesam

Haﬂ
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Engineering Report
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Verified by:
B. C. Gray
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CORsambiy ) = CORsambi(, ) = CORsambiy ) =
0.827 0.776 -1.013
0.827 -0.776 -1.013
0.827 -0.776 -1.013
0.827 -0.776 -1.013
0.827 -0.776 -1.013
0.827 -0.776 -1.013
0.827 -0.776 -1.013
0.827 0.776 -1.013
0.827 -0.776 -1.013
0.827 -0.776 -1.013
0.827 0.776 -1.013
0.827 -0.776 -1.013
0.827 -0.776 -1.013
0.827 -0.776 -1.013
0.827 -0.776 -1.013
0.827 -0.776 -1.013
Developed by: Verified by:

J. S. Brihmadesam B. C. Gray
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Developed by:
J. 8. Brihmadesam

Operating Time {years)

Verified by:
B. C. Gray
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Crack growth length Direction {inch}
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Surface Point
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Developed by: Verified by:
J. S. Brihmadesam B. C. Gray
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